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HESHAN YINGCHAO COTTON INDUSTRY CO''
SANLIAN INDUSTRIAL AREAS, GULAO TOWN'

LTD
HESHAN CITY, GUANG DONG PROVINCE CHINA

The following sample(s)

Sample DescriPtion

Manufacturer

Buyer

Supplier

Country of Destination

Sample Receiving Date

Test Pedorming Date

was i were submitted and identified on behalf oi the client as:

FOAM

HESHAN YINGCHAO COTTON INDUSTRY CO., LTD

WOODSTOCK MARKETING'LLC

LANDFENG FURNITURE CO., LTD

AMERICA

Nov.06, 2014
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Test Conducted:

T8117 Requirements, Test Procedure and Apparatus for Testing the Smolder Resistance of Materials Used in
Upholstered Furniture-201 3 Section 3-Resilient Filling Material Test

L Sample Details

Material / Color: Foam / Yellow Density of sample: 31.4 kg/m3

ll. Test Condition
Temperature Relative humidity Duration

Conditioning of test
samples and ciqarettes

(2113)'C RH<557o 24h

lll. Acceptance Criteria:
1. A single mock-up test specimen fails to meet the requirements of this test procedure if any of the following
criteria occurs:
a) The mock-up test specimen continues to smolder after the 45 minute test duration;
b) A vertical char length of more than 1.5 inches develops on the cover fabric.
c) The mock-up test specimen transitions to open flaming.
2. The resilient filling material passes the test if three mock-up specimens pass the test.
3. lf more than one specimen fails, the resilient filling material fails the test.
4. lf any one of the three initial specimens farls, repeat the test on additional three specimens.
5. lf all three additional specimens pass the test, the resilient filling material passes the test. lf any one of the
additional three specimens fails, the resilient filling material fails the test.
lV. Test Result

Conclusion: PASS

Photo Appendix:

***End of Reoort---
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Specimen #
Duration of smouldering

( min : sec.)
Open flaming

(YES/NO)
VerticalChar Length

(inches)
Rating

38min39s NO 0.6 PASS

z 39min52s NO u.o PASS

39min1 1s NO 0.6 PASS
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